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1. ABSTRACT

Synthesis of multiphase materials from lignin, a biorefinery coproduct, offers limited success due to the
inherent difficulty in controlling dispersion of these renewable hyperbranched macromolecules in the
product or its intermediates. Effective use of the chemically reactive functionalities in lignin, however,
enables tuning morphologies of the materials. Here, we bind a lignin oligomer with a rubbery
macromolecule followed by thermal crosslinking to form a carbon precursor with phase contrasted
morphology at submicron scale. The solvent-free mixing is conducted in a high-shear melt-mixer. With
this, the carbon precursor is further modified with potassium hydroxide for a single-step carbonization to
yield activated carbon with tunable pore structure. A typical precursor with 90% lignin yields porous
carbon with 2120 m?/g surface area and a supercapacitor with 215 F/g capacitance. The results show a
simple route towards manufacturing carbon-based energy-storage materials, eliminating the need for
conventional template-synthesis.



2. STATEMENT OF OBJECTIVES

The Small Business VVoucher Participant (Glucan Biorenewables) is a seed-stage company that converts
biomass to bio-fuels, intermediates, specialty chemicals, and advanced biomaterials. The technology uses
the solvent gamma-valerolactone (GVL) to fractionate biomass into a soluble lignin and hemicellulose
fraction while the cellulose remains as a solid that can be physically separated. The lignin is precipitated
as a product from the hemicellulose and the hemicellulose is readily converted to furfural. The GVL is
biomass-derived, non-toxic, can be cleaned and recycled. The participant’s technology cleanly
fractionates, then upgrades the three core components of biomass; cellulose, hemicellulose, and lignin.
Using no enzymes or intermediate separations, three distinct high yielding revenue streams are produced
with overall yields >75% to enable low cost production. Patent protected, this technology performs
hydrolysis reactions 100X and dehydration reactions 30X faster than competing aqueous processes. The
participant aims to capture a significant share of the growing global renewable products market,
particularly, in renewable carbon for energy storage applications. The ability to valorize the lignin will
also enable low-cost biofuel production.

Biomass conversion to fuel and chemicals is one of the challenges to reduce the dependence on fossil fuel
resources. While great success has been achieved using the cellulose and the hemicellulose fraction,!*!
lignin remains underutilized™® and many researchers see its valorization as the key to improving the
economics of biomass conversions to levels competitive with petroleum. Recently a new organosolv
fractionation method using y-valerolactone (GVL) has been reported.®! This method maximizes the
conversion of the lignocellulosic biomass to high value products (>80% of the original wood mass to
product) and produces a high purity lignin, with a significant amount of -O-4’ linkages that can be used
as a high value coproduct, like lignin-derived carbon.[ Although major development effort has gone into
controlling lignin carbon’s morphology, the scientific community still struggles.®! This is likely due to the
fact that lignin is a highly branched and complex polymer.2 Nevertheless, the plentiful functional
groups® on lignin make it amenable for chemical reactions. 23

The ORNL team previously learned that thermal stabilization in air can crosslink lignin itself or with
acrylonitrile-butadiene rubber (NBR), giving different thermomechanical properties of the lignin-NBR
adducts, hinting to a pathway for better control of morphology.”! Covalent bonds like ether linkages
within lignin are thermally sensitive,®l especially when they are next to phenolic rings, due to the
resonance effects with the IT electron conjugation. As a good radical scavenger,” any free radicals
generated from the thermally sensitive linkages during stabilization can then crosslink with reactive sites
on other lignin molecules resulting in a molecular weight change.*®! Concurrently, lignin radicals can also
attack the unsaturated carbon-carbon double bonds (C=C) on NBR, in turn, crosslinking with NBR.[": 1]
By utilizing lignin crosslinking with different polymers, novel green polymer products can be designed.
Akato et al. reported use of 10% polyethylene oxide (PEO) in lignin to reduce lignin domain sizes in
acrylonitrile-butadiene-styrene (ABS) polymer that helps to retain mechanical properties at 30 % lignin
loading. Bova et al. successfully produced high performing NBR-lignin blends consisting of small
amount of low cost additives like PEO, carbon black, etc. and having tensile strength up to 25 MPa and
failure strain up to 140 %. Using temperature induced nanoscale-dispersion of lignin, Tran et al.
synthesized an NBR blend with outstanding recyclability and yield stress of up to 45 MPa. Similarly,
Nguyen et al. made an NBR-lignin blend and demonstrated its use for shape memory and sensor
applications.

Based on lessons learned from our prior work with compatibility of lignin-acrylonitrile containing
copolymers (NBR and ABS), herein, by doping with small quantity of NBR (10 wt. %) and thermally
crosslinking lignin, we could tailor the degree of NBR dispersion in the lignin blends. This enabled us to
tune the morphology of the lignin-derived carbon after high temperature carbonization. Lignin oligomers,
like phenolic resins are well-known carbon precursors. Synthesis of mesoporous carbon from these
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precursors usually require soft-template synthesis using block copolymers such as Pluronic as a
templating agent.™> 12 In this process, a carbon precursor (e.g., phenolic resin) is mixed with Pluronic and
crosslinked in solution to form a mesoscale, phase separated morphology. While retaining such
morphology in a crosslinked polymer gel, the solvent is evaporated very slowly to produce a pyrolyzable
crosslinked precursor monolith. For example, previous studies involving lignin carbon’s morphological
control used a Pluronic surfactant with tetrahydrofuran and hydrochloric acid (HCI) mix for templating an
HCI treated lignin prior to carbonization and activation.*? In another case, a lignin-cellulose mix was
dissolved in a chloroform-water mixture in the presence of sodium dodecylbenzenesulfonate prior to
precipitation in acetone, drying, and carbonization.®! In this work we report mesoporous phase-
separated morphology of lignin by a melt-based synthesis route without use of solvent and its slow
evaporation. A solvent-free, fast, extrusion-type processing of lignin to yield a porous carbon precursor is
the key innovation here.

To the best of our knowledge, this is the first attempt towards designing a lignin carbon morphology
without the use of any solvent or block copolymer templating agents. To maximize the utilization of
lignin as an industrial co-product, a 90% lignin loading was used across all samples. This is so far the
highest lignin loading among many lignin-polymer prior art which have lignin loading anywhere between
10 to 60 %.I" 11 131 Using this simple design principle, we aimed to synthesize a better porous carbon from
lignin and to improve its performance as supercapacitor electrode.



3. BENEFITS TO THE FUNDING DOE OFFICE’S MISSION

Small businesses in the clean energy sector are working with the Department of Energy’s national
laboratories. As part of Energy Efficiency and Renewable Energy’s (EERE) National Laboratory
Impact Initiative, the program aims to help small businesses bring next generation clean energy
technologies to the market faster by enabling them to access expertise and specialized equipment at
national laboratories.

Oak Ridge National Laboratory (ORNL) assisted Glucan Biorenewables in performing a qualifying step
to advance its unique gamma-valerolactone-derived lignin, toward a commercial functional carbon
material. The research advances the development of the lignin isolation process targeted towards
production of lignin with specific traits. With this lignin, the research developed solvent-free processing
to manufacture a porous renewable carbon applicable for energy storage and environmental remediation.



4. TECHNICAL DISCUSSION OF WORK PERFORMED BY ALL PARTIES

Glucan Biorenewables, LLC extracted lignin from hardwood biomass (Birch) using gamma-valerolactone
solvent. To confirm the possibility of crosslinking reactions within this renewable lignin (GLB-lignin),
2D nuclear magnetic resonance spectroscopy was conducted to determine the availability of thermally
sensitive linkages (see Figure 1-3, Table 1). Syringyl propane units (substructures S and S”) were
observed at relatively high concentrations, while guaiacyl propane unit (substructure G) and p-
hydroxyphenyl propane units (substructure H) were observed at lower concentrations. Within the
structural units, GLB lignin contains significant 3-O-4’ linkages (substructure A), -5’ linkages
(substructure B), and B-f linkages (substructure C). The presence of these thermally reactive linkages,
particularly the $-O-4" linkages, gives the possibility of free radical formation for cross-linking reactions
and macromolecular rearrangements. The current study relies on these reactive sites for tuning the lignin-
derived carbon morphology and functionality.
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Figure 1. C NMR spectra of GLB lignin.
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Table 1. Signal Assignment in the *C NMR spectrum of GLB Lignin.

Range Assignment | Amount
(ppm) (per
100 Ar)
162- Car-0 192
142
142- Carc 208
125
125- Car-H 212
102
90-77 Alk-O-Ar, 53
a-O-Alk
77-65 y-O-Alk, 30
OHsec
65-58 OHprim 52
58-54 OMe 122
54-52 Cpp Cps 7

In our previous studies, crosslinking lignin with rubbers was accomplished by simple melt mixing that
resulted in the observation of small (nanometer to micrometer scale) lignin aggregates dispersed within
the rubber matrix. The lignin aggregates were described as “island in the sea” and “spaghetti and
meatball” when observed under electron microscopes.[” 1 1 With this in mind, we carbonized a 10 wt.%
NBR doped lignin and observed rough macroporous structures under scanning electron microscope
(Figure 4 a-c), that are independent of stabilization duration. The investigated samples, namely GLB-D,
1-GLB-D, and 6-GLB-D, are the carbonized lignin NBR composites with no stabilization, one-hour
stabilization, and six-hour stabilization, respectively. Notably, the “island in the sea” and “spaghetti and
meatball” type morphology was retained through the carbonization and activation process. In contrast, all
undoped (without NBR) lignin carbon samples show relatively less porous surfaces (Figure 4 d-f),
resulting from the lack of NBR dispersion. The GLB, 1-GLB, and 6-GLB samples are carbonized
undoped lignin with no stabilization, one-hour stabilization, and six-hours stabilization, respectively. It is
remarkable that even at as low as 10% NBR doping, as oppose to the 60% NBR loading in our previous
studies,™* 3 carbon morphology with submicron-scale pore structures can be produced.



Figure 4. Scanning electron microscope images of carbonized GLB lignin and its rubber
composites. a)-c) Doped lignin-derived carbon from composition with 90% lignin and 10% NBR.
d)-f) Undoped lignin-derived carbon, i.e., carbon from 100% lignin. Left to right are samples with
no stabilization time, one-hour stabilization, and six-hour stabilization.

It is known that the porosity of activated carbon produced from polymer precursors like lignin can be
controlled by varying the molecular weight of the precursor. 14 By stabilizing lignin and lignin NBR
composite in air, their degree of crosslinking was controlled, and thus the morphology of the final
activated carbon was controlled.

The first hint of success in controlling the degree of crosslinking via stabilization in air came as the color
changed in lignin samples from a light to dark brown powder (see inset of Figure 5c). A more definite
way to confirm a change in molecular weight by size exclusion chromatography (SEC) could not be
accomplished due to lack of solubility of highly crosslinked samples. For example, SEC can only be
performed with GLB and 1-GLB carbon precursors (P-GLB and P-1-GLB). The number average
molecular weights (M,) of P-GLB and P-1-GLB are 4074 g mol-1 and 5400 g mol-1 with polydispersity
indices (PDI) of 1.192 and 1.267 respectively. With only one hour of thermal stabilization, the change in
M is distinguishable to confirm stabilization in the air at 180°C can be used to control the molecular
weight of lignin.
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Figure 5. Thermal stability of carbon precursors with varied degree of crosslinking. Differential
scanning calorimetry data of a) undoped GLB lignin carbon precursors and b) NBR doped GLB
lignin carbon precursors showing broad glass transition temperatures (endset temperatures of the
transitions are labeled in the Figures). Thermogravimetric analysis of ¢) undoped GLB lignin
carbon precursors and d) NBR doped GLB lignin carbon precursors. The insert of ¢) is a
photograph of all undoped GLB lignin carbon precursors. (From left to right: P-GLB, P-1-GLB,
and 6-P-GLB)

To unveil the changes in the degree of crosslinking for the remaining samples, we approached other
indirect methods. An increase in thermal stability can be an indication of crosslinking.”! However, we
recognize that the presence of highly branched structures and certain degree of crosslinks within the
samples considerably contributed to the broad thermal transitions and thus the thermal transition
temperatures might be a crude determinant (Figure 6). Nevertheless, the endset temperatures determined
from differential scanning calorimetry (DSC) showed an increasing trend from 125.2°C, 140.1°C, to
154.6°C for P-GLB, P-1-GLB, and P-6-GLB, respectively. Likewise, the endset temperatures of P-GLB-
D samples increased continuously from 161.0°C, 170.4°C, to 172.3°C with no stabilization, one-hour
stabilization and six-hours stabilization respectively. The DSC results clearly showed an obvious and
expected trend of increasing polymer’s degree of crosslinking with stabilization time (Figure 5a-b).
Although less apparent with the doped samples, similar trends were also observed with the onset of
thermal degradation as observed from the thermogravimetric analysis (TGA) in (Figure 5c-d).
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Figure 6. Differential scanning calorimetry data of a) undoped GLB lignin carbon precursors and
b) NBR doped GLB lignin carbon precursors.

On par with DSC and TGA, we expected that crosslinking would cause a change with reactive functional
groups in the carbon precursors as shown with Fourier-transform infrared spectra (Figure 7a-b). For
undoped carbon precursor, a shift in alkene (C-H) bending frequency was detected from 835 cm-1 and
770 cm-1. The (-O-H) stretch with alcohol and carboxylic acid weakened with stabilization time at 3450
cm-1. In turn, a stronger (-C-O-) stretch (e.g. ether and ester functional groups) was detected at 1170 cm-
1. In addition to a few changes in the undoped samples, FTIR spectra of all doped samples have peaks at
ca. 970 cm-1 due to the alkene (-C-H) bond and ca. 2350 cm-1 due to the nitrile (-C=N) stretch from
NBR. Nonetheless, as stabilization progressed, the intensity of these peaks decreased as first or second
order amine signal at 770 cm-1 and carbonyl group at 1715 cm-1 arose.
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Figure 7. Chemical characteristics of carbon precursors with varied degree of crosslinking.
Fourier-transform infrared spectroscopy of a) undoped GLB lignin carbon precursors and b) NBR
doped GLB lignin carbon precursors.
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Gas adsorption-desorption experiments were then conducted with all carbon samples (Figure 8). All
isotherms exhibit a steep initial climb at low relative pressure followed by a flat plateau, signifying
typical type | isotherms with dominant microporosity (Figure 8a).*5! All isotherms except for GLB and 1-
GLB also show small hysteresis, indicating capillary condensation in mesopores.[*®! Similar features can
also be determined from the pore size distributions (Figure 8b). Both GLB and 1-GLB samples show a
small but still distinct peak at ca. 2-3 hm in the pore-size distribution curve. Whereas, the other four
samples show a contrastingly broader peak at ca. 3-5nm.
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Figure 8. Gas adsorption-desorption data. a) Isotherms and b) pore-size distributions of all GLB
lignin carbons.

The estimated surface area (SA) and corresponding pore volumes are calculated by Quenched Solid
Density Functional Theory, QSDFT, and summarized in Table 2. Interesting trends were observed. When
GLB lignin is doped with NBR prior to carbonization, the SA of the derived carbon increases from 1750
m?/g to 2120 m?/g. However, when the doped GLB lignin is stabilized before carbonization, the SA of the
derived carbon decreases continuously to 1912 m?/g with one-hour stabilization then 1585 m?/g with six
hours of stabilization time. For undoped lignin, the SA first increases with stabilization time with 1-GLB
giving 2136 m?%g but drops to 1970 m?/g with a six-hours stabilization time. The pore volume shows
similar trends as well.

Table 2. Surface area, pore volumes, and capacitances at 100 mA/g for all carbon samples.

Surface area Pore Volume Capacitance
(m?/q) (m*q) (Flq)
GLB 1750 0.733 175
1-GLB 2136 0.893 201
6-GLB 1970 1.098 195
GLB-D 2120 1.33 215
1-GLB-D 1912 1.145 170
6-GLB-D 1585 0.845 154
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Many factors take part in controlling the final porosity of carbons. Jeon et al. recently revealed a
significant contribution of precursor molecular weight to the carbon porosity.?! Briefly, low Mn lignin
carbon precursor has more free volume, chain ends, and a higher chain mobility, allowing it to be
carbonized more easily, leading to higher porosity relative to its higher Mn counterpart.[*> 24 The
difference in carbon precursor Mn directly relates to the degree of crosslinking as discussed previously in
this manuscript with the FTIR, thermal stability, and color change of lignin and lignin-NBR composites in
Figures 5 - 7.

The second major factor affecting carbon porosity can be volatile generations from the oxygen content of
the carbon precursor.i> 4 Due to the possible oxidation of radicals, it is logical to suspect that
stabilization altered the oxygen content of our carbon precursor. Thus, oxygen analysis was performed on
all our carbon precursors. Interestingly, the change in oxygen content is minimal with respect to
stabilization time (Table 3). Furthermore, potassium hydroxide (KOH) is a well-known carbon activating
agent.*> 171 During carbonization, KOH etches pores along carbon surfaces and at the same time provides
ample supply of oxygen to the system, drowning out the small difference in oxygen content with the
carbon precursors. KOH activation has been studied extensively and can be summarized as: ]

6KOH + 2C = 2K + 3H2 + 2K2CO3.

Table 3. Summary of oxygen analysis of all carbon precursor samples.

Oxygen (%)

P-GLB 29.13%
P-1-GLB 29.28%
P-6-GLB 29.16%
P-GLB-D 25.61%
P-1-GLB-D 25.91%
P-6-GLB-D 26.59%

Another source of volatiles for the doped samples comes from the pyrolysis of NBR during
carbonization.*®! Thus far, lignin derived activated carbon’s morphological control by thermal
stabilization and melt-mixing of NBR in terms of porosity have been discussed in two scales and must be
emphasized. We explored porosity in the micrometer scale in the beginning of the manuscript relating to
the SEM images presented in Figure 4. Here, porosity in the nanometer scale is presented with the result
from gas adsorption-desorption experiments relating to (Figures 8 and Table 2). NBR doping has a role to
play in the development of both micrometer and nanometer size pores. We believe melt-mixing can be a
rudimentary process. Porosity generated in the micrometer scale seen from Figure 4 may originate from
the imperfect mixing of the 10 % NBR aggregates within the lignin NBR composite. In contrast, the role
of the 10 % NBR dope here with the nanometer size porosity described by the gas adsorption-desorption
originates from the well mixed NBR dispersion within the lignin matrix.

To understand the impact of carbon morphology on supercapacitor performance, we synthesized
electrodes using our carbon samples and their electrochemical performance was tested. Supercapacitors,
unlike Li-ion batteries, rely on the physical separation of charges for energy storage.**! Because physical

13



charge separation is the key, a high performing supercapacitor correlates directly with the carbon
electrode’s porosity and accessible surfaces by electrode ions.[?% The accessible pores are the active sites
which allow electrode charges to interact with electrolyte ions, thus storing energy. As expected, the
measured capacitance values largely correlate directly with SA of the carbon samples?! (Table 2). It is
also anticipated that as current density increases, capacitance decreases, led by the limited rate of
electrolyte diffusion through narrow pores relative to the increasing current (Figure 9a).[*?

Herein, GLB-lignin-derived electrodes have capacitances of up to 215 F/g with GLB-D. These
performances are less than that of the cutting edge electrostatic-double-layer-capacitor (EDLC) electrodes
fabricated using graphene or graphene-like materials with capacitances of ca. 300 F/g.[?2 However, those
exotic carbon materials can cost three times more than the current commercial supercapacitor carbon
electrodes made from coconut shell.[®1 In a supercapacitor where half of its material cost comes from the
carbon electrode,?® a cost barrier can easily prevent market penetration, making a strong case for lignin-
derived carbon electrodes.

Cyclic voltammetry (CV) and charge discharge (CD) experiments were carried out (Figure 9b-c) with
GLB-D as an example. Other CV and CD profiles are showed in (Figure 10-11). All CV and CD profiles
exhibited almost symmetrical rectangular and triangular shapes respectively, suggesting excellent
capacitive behaviors. Electrochemical impedance spectroscopy experiments were then conducted. The
Nyquist plots of all samples (Figure 9d-e) behave like typical resistance-capacitance (R-C) circuits with
nearly vertical lines at low frequency, suggesting near ideal capacitive behaviors.?? At a higher
frequency, an arc shape with shallower slopes can be observed. The shallower slopes with ca. 45° sitting
in between the low and high frequencies signal Warburg resistance, stemming from electrolyte ions
diffusion rate.!”l The arcs at high frequency usually infer charge transfer resistance, which includes the
accessibility of electrolyte ions onto porous carbon surfaces and the electrode’s conductivity. Because the
arcs did not extend into full semi-circles, they suggest minimal charge transfer resistance due to mainly
larger pores taking parts in charge transfer.!2l The internal resistance, or equivalent series resistance,
commonly known as ESR, which combines many aforementioned resistances and resistance of the carbon
electrodes, bulk electrolytes, and any contact resistance, can be estimated from the X-intercepts.?
Estimated ESR ranged from 0.238 Q with 6-GLB sample to 0.466 Q with GLB sample (Table 4).

With these promising results, the two best performing samples along with GLB derived electrode were
further tested with 5000 cycle stability (Figure 9f). All samples have high stability with 100% capacitance
retention. The rise in capacitance during cycling can be a hint to the improvement of electrode
wettability.?8! The superior electrochemical stability and reversibility®! supports the use of NBR doping
and thermal stabilization for a better lignin-derived carbon electrode design in practical supercapacitance
applications.
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Figure 9. Performance of supercapacitor electrodes. a) Capacitance vs. current density of all
samples. b) Typical charge discharge profiles at 100, 200, 500, 1000, and 2000 mA/g and c)
Typical cyclic voltammetry at 10, 20, 50, 100, and 200 mV/s with doped GLB lignin-derived
carbon as an example. d) Nyquist plots and e) enlarged Nyquist plots of all carbon electrodes. f)
Cycle stability of GLB lignin derided carbon, doped GLB lignin-derived carbon, GLB lignin with
one-hour stabilization-derived carbon.
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Figure 10. Charge discharge profiles at 100, 200, 500, 1000, and 2000 mA/g of a) GLB lignin-
derived carbon, b) GLB lignin with one hour stabilization-derived carbon, ¢) GLB lignin with six
hours stabilization-derived carbon, d) Doped GLB lignin with one hour stabilization-derived
carbon, and e) Doped GLB lignin with six hour stabilization-derived carbon.
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Figure 11. CV at 10, 20, 50, 100, and 200 mV/s of a) GLB lignin-derived carbon, b) GLB lignin
with one hour stabilization-derived carbon, c) GLB lignin with six hours stabilization-derived
carbon, d) Doped GLB lignin with one hour stabilization-derived carbon, and ) Doped GLB lignin
with six hour stabilization-derived carbon.
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Table 4. Summary of internal resistances, or equivalent series resistances (ESR) of all
carbon derived electrode samples.

ESR (QQ)
GLB 0.466
1-GLB 0.384
6-GLB 0.238
GLB-D 0.247
1-GLB-D 0.247
6-GLB-D 0.324
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5. SUBJECT INVENTIONS (AS DEFINED BY THE CRADA)

A Solvent-Free Synthesis of Lignin-Derived Renewable Carbon with Tunable Porosity for Supercapacitor
Electrodes, ORNL ID 4184 / DOE S-Number S-138,855.

6. COMMERCIALIZATION POSSIBILITIES

Glucan Biorenewables’ overarching commercialization objective is to maximize biomass use to
economically produce fuels, chemicals, and bio-materials. Our GVL-based biomass conversion platform
enables a true bio-refining capability that shares traits with petroleum refining. In brief, a variety of
biomass types (including mixes) are deconstructed and fractionated into intermediates that are further
refined into products. Converting the entire “biomass barrel” to products decreases unit production costs
by allocating total costs across an increased product volume. Within an integrated process, the biomass is
separated into high purity streams of its three main components, cellulose, hemicellulose and lignin. This
enables great flexibility in the chemicals and fuels produced and allows our technology to be coupled with
other technologies to produce a large variety of renewable products. Because the economics to produce
fuels at competitive costs (<$3.00/GGE) are so challenging, valorizing all the biomass is essential.

As noted in our report, many workers have focused on the production of fuels and chemicals from the
cellulose and hemicellulose biomass fractions. Getting revenue from the lignin beyond its heating value is
both challenging and critical to enable the low-cost production of building block chemicals and fuels.
This project indicates that GVL-derived lignin has physical characteristics that differentiate it from
conventional lignin from pulp mills and even lignin derived from organosolv processing produced with
low boiling point solvents such as ethanol. What differentiates the GVL-derived lignin is the reactive
nature of the lignin through the retention of the B-O-4 linkages that are kept intact with a low severity
(temperature and acid concentration) digestion process enabled by the high boiling point GVL solvent.

To valorize the lignin, we are seeking to use the lignin in processes requiring minimal modifications to
the lignin and relatively low capital requirements to produce high value products with an existing or
emerging market demand. Using the GVL-derived lignin as a pre-cursor for supercapacitor applications
as discovered in this project is an excellent example of the type of commercial product we need to
valorize the lignin.

As discussed, the GVL-derived lignin with 10% NBR doping produced electrodes with capacitances of up
to 215 F/g. When comparing with the commercially available or similar state-of-the-art lignin and
biomass derived supercapacitor electrodes (Table 5), our electrodes give a satisfying result. This
performance is less than that of the cutting edge electrodes fabricated using graphene or graphene-like
materials with capacitances of ca. 300 F/g.1?2 However, those exotic carbon materials can cost three times
more than the current commercial supercapacitor carbon electrodes made from coconut shell at ~ $15 per
kilogram!?®! In a supercapacitor where half of its material cost comes from the carbon electrode,®! a cost
barrier can easily prevent market penetration, making a strong case for lignin-derived carbon electrodes.
Although more economic analysis will have to be performed to realize the feasibility for
commercialization of this technology, the hardwood derived lignin produced with Glucan Biorenewables’
GVL technology may represent an economically attractive alternative carbon material that is domestically
sourced, equally renewable, and serves to enable economical biofuel production.
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Table 5. Performance summary of supercapacitor electrodes derived from commercial sources and the
current state-of-the-art lignin and biomass research.

Capacitance (F/g) Method

205 PVA assisted lignin electrospun carbon fiber¢]

103 CO2 activated coffee grind(?%

90-103 KOH activated surfactant templated crosslinked lignin gel*2
114 Direct carbonization of lignint!

210 Commercial activated carbon, AX-2[12

90 Commercial activated carbon, Wako!?”!

7. PLANS FOR FUTURE COLLABORATION

Glucan Biorenewables aims to continue to provide lab-scale modified lignin samples (~50 g) to support
further research and development and to work toward a minimum viable product sample for industry
evaluation. We intend to jointly (ORNL and Glucan Biorenewables) pursue SBIR projects to continue the
supercapacitor development. Strategic partners will be sought once we have adequate performance and
cost of production data.

8. CONCLUSIONS

In summary, this work demonstrates a path for producing controlled morphology in activated functional
carbon derived from a unique lignin developed by Glucan Biorenewables without the use of solvents and
traditional templating agents. By simple thermal treatment of lignin carbon precursor in air at 180 °C for
an optimal duration and/or melt mixing the lignin with 10 wt.% NBR, we were able to control the degree
of crosslinking in the resulting polymeric blends. After carbonization and activation, the degree of
crosslinking translated into carbon morphology and porosity, thus increased the SA from 1750 m?/g up to
2120 m?/g. This design approach was also shown to be effective in tailoring lignin-derived carbon in
supercapacitor electrode applications. The synthesized electrodes exhibited good capacitive behaviors
with capacitance of up to 215 F/g and full capacitance retention even after 5000 cycles. These, and others,
new lignin applications will be critical for the development of the future biorefinery. While many works
have focused on the production of fuel and chemicals from the cellulose and hemicellulose fraction,
getting value from the lignin, beyond its heating value, will enable the low-cost production of building
blocks chemicals and bio-fuels.
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